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Warm Mix Asphalt (WMA) 

Technologies
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What is WMA?

ÁAllows a reduction in the temperatures at which 

asphalt mixes are produced and placed

ÁReduced viscosity at lower temps

ÅComplete aggregate coating

ÁChemical package to promote coating of the 

aggregate
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Why WMA?

ÁPotential Advantages**

ÁEnergy Savings

ÁDecreased Emissions

ÅVisible and Non-Visible

ÁDecreased Fumes

ÁDecreased Binder Ageing

ÁExtended Paving Season

ÁCompaction Aid

ÁIncreased RAP usage
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**Advantages will only be realized by optimizing production operations and utilizing best practices


