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Outline

ωPavement Age

ωPavement Condition

ςDistresses

ςMeasured Characteristics

ωPreservation Treatments ςThe Toolbox

ωA Decision Making Process

ωQuestions
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SCOPE

ωFlexible Pavements ςAsphalt Concrete surface with 
various underlying base and subgrade structures.

ωRigid PavementsςPortland Cement Concrete.  Will not
be discussed as part of this presentation.

ωHighways, streets and roads(not airport airside 
pavements)



CTEP Western Canada Pavement Workshop ς2010 Edition

PAVEMENT AGE

Early life ς0 to 7 years

Mid life ς8 to 14 years

Late Life ς15 or more years
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PAVEMENT CONDITION

Visual Distresses

Structural

ωRutting

ωFatigue Cracking

Environmental &  
Construction

ωTransverse Cracks

ωLongitudinal Cracks

ωCentre of Paver Cracks

ωSegregation

ωRavel

ωWheel path 
Flushing/Bleeding
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Pavement Distress Types

Environmental and Construction Cracking

http://edmonton.projects.eba.ca/sites/projects/E12200023/Site Photographs/088 - Hwy 833-02/IMG_0047.JPG
http://edmonton.projects.eba.ca/sites/projects/E12200023/Site Photographs/052 - Hwy 36-18/DCFC0018.JPG
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Pavement Distress Types

Structural Deficiency

http://edmonton.projects.eba.ca/sites/projects/E12200023/Site Photographs/084 - Hwy 26-10/IMG_0074.JPG
http://edmonton.projects.eba.ca/sites/projects/E12200023/Site Photographs/084 - Hwy 26-10/IMG_0109.JPG
http://edmonton.projects.eba.ca/sites/projects/E12200023/Site Photographs/084 - Hwy 26-10/IMG_0081.JPG

